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Sample Description:  

One (1) piece of submitted sample said to be : 
Item Name : (1) Vidi (Vidi Travel (FR)) 

(2) Vidi (Vidi Travel (DE)) 
(3) Vidi (Vidi Travel (NL)) 

Style : 3 assorted styles 
Item No. : 08443, 08445, 08444 
Buyer : U GAMES EUROPE B.V. 
Country of Origin : China 

  

 
 ************************************************************************************************************************************ 
 
Tests conducted: 
 As requested by the applicant, refer to attached page(s) for details. 
 ************************************************************************************************************************************ 
 
Conclusion: 

Tested Samples  Standard  Result 
Tested components of 
submitted sample 

 Cadmium content requirement in Annex XVII Item 23 of 
the REACH Regulation (EC) no. 1907/2006 & 
amendment no.552/2009 (formerly known as Directive 
91/338/EEC) 

 Pass 

 ************************************************************************************************************************************ 
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1 Cadmium (Cd) Content  
   

 As per Cadmium content requirement in Annex XVII Item 23 of the REACH Regulation (EC) no. 1907/2006 
& amendment no. 552/2009 (formerly known as Directive 91/338/EEC), acid digestion method was used and 
total Cadmium content was determined by Inductively Coupled Argon Plasma Spectrometry. 

 
Tested Component Result in % Limit in % 

(1) <0.0005 0.01 
(2) <0.0005 0.01 
(3) <0.0005 0.01 
(4) <0.0005 0.01 
(5) <0.0005 0.01 
(6) <0.0005 0.01 
(7) <0.0005 0.01 

 
  < = Less than 
 

Tested Components : 
 

(1) Coatings on metal (box). 
(2) White coating on metal (box). 
(3) Coatings on paper label (sticker). 
(4) White plastic (tray). 
(5) White plastic (dice). 
(6) Red plastic (hourglass). 
(7) Transparent plastic (hourglass). 

 
Date sample received : Dec 20, 2010 
Testing period : Dec 20, 2010 to Dec 28, 2010 

*************************************************************************************************************************************
End of report

 
  
  


